
STable 1. ICP MS data on the contents of impurity elements in quartz grains (Qtz) obtained from superquartzites (Bural-

Sardyk deposit, Eastern Sayan, Russia) after double chemical purification. (Nepomnyashchikh et al. 2017) 

Элемент B Na Al P K Ca Ti Cu Mn Cr Fe 

C, ppm 0.2 3.5 27 0.2 6.3 0.8 1.7 0.17 0.02 0.01 6 45.9 
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